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CHANGJIANG CONNECTORS CO., LTD. 
ZHU’AO INDUSTRIAL PARK NO.E BUILDING GUSHU VILLAGE BAO’AN DISTRICT, SHENZHEN 
 
 
The following sample(s) was/were submitted and identified on behalf of the applicant as MATERIAL FOR HOUSING 
WAFER 
 

SGS Job No. : SZ13164436 

SGS Internal Reference No. : 12.7 

Client Reference Information : SEE REMARK 

Date of Sample Received : JUN 14, 2011 

Testing Period : JUN 14, 2011 TO JUN 20, 2011 
 
 
 
Test Requested                                     : Selected test (s) as requested by client. 
 
 
 
Test Method                                           : Please refer to next page(s). 
 
 
 
Test Result(s)                                        : Please refer to next page(s). 
 
 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Ltd. 
 
 
 
 
 
______________________ 
Manson Yang 
Approved Signatory 
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Test Results: 
Description for specimen 1 : Translucent grains 
 
Halogen 
 

Test Item(s) Unit Test Method (Reference) Result MDL 
Fluorine (F)  mg/kg BS EN 14582:2007, IC N.D. 50 
Chlorine (Cl) mg/kg BS EN 14582:2007, IC N.D. 50 
Bromine (Br) mg/kg BS EN 14582:2007, IC N.D. 50 
Iodine (l) mg/kg BS EN 14582:2007, IC N.D. 50 
 
Note: 
1. mg/kg = ppm 
2. N.D. = Not Detected (< MDL) 
3. MDL = Method Detection Limit 
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Remark: 
 
USED FOR HOUSING/WAFER(PA,PA66/Nylon66/94V-0/94V-2,PA46,PA6T,PA9T,PBT,LCP): 
A0401,A0501,A0502,A1001, A1002 ,A1003, A1004,A1005,A1006,A1007,A1008,,A1009,A1201, A1251, A1252, A1253, 
A1254, A1255, A1256, A1257,A1258,A1259,A1271, A1501, A1502,A1503, A1561, A1562,A1563, A1801,A2001, 
A2002,A2003, A2004, A2005, A2006, 
A2007,A2008,A2009,A2010,A2011,A2012,A2013,A2014,A2015,A2016,A2017,A2361,A2362,A2363, A2501, A2502, 
A2503, A2504, A2505, A2506, A2507, A2508, A2509, A2510, A2511, A2512,A2513,A2514,A2515,A2516,A2517, 
A2530,A2541,A2542, A2543, A2544,A2545, A2546,A2547, A2548,A2549, A2550,A2551,A2552, A3501, A3502,A3503, 
A3961, A3962, A3963, A3964, A3965,A3966,A3967, A4001, A5001, A5081, A5082, A6525,A7501, A7801,A7921, 
A11881,A13001,A13002,A13003,A13004,A13005,A21201,B1000, B1251, B1501, B1502, B2011, B2012, B2512, 
B2513,B2514,B2515, B2541, B3951, B3952, B3961, B5081,C1301, C1581, C1801, C1802,C2003, C2020, C2363, 
C2501, C2504, C2521, C3030, 
C3961,C3962,C4140,C4201,C4501,C4801,C5030,C5081,C6201 ,C6202,C6351 ,C6500,C7110,C8381,D0601, D0801, 
D1001, D1002,D1271, D2541, D3961 
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ATTACHMENTSATTACHMENTSATTACHMENTSATTACHMENTS    
HalogenHalogenHalogenHalogen    Testing Flow ChartTesting Flow ChartTesting Flow ChartTesting Flow Chart 

 

1) Name of the person who made testing: Liang Wang 

2) Name of the person in charge of testing: Michelle Song 
 

Sample cutting / preparation 

Sample Measurement 

Combustion in oxygen bomb 

Filtration 

Analyzed by ion chromatography. Double confirm by other 
instruments, if necessary  

DATA 

Dissolved in an absorption solution 
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Sample photo :  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

SGS authenticate the photo on original report only 
 

*** End of Report *** 
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